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DAC
Vc [m/min]

N

Wrought aluminium alloy < 12%  Si 21 - 22 250

Cast aluminium alloy >12% Si 23 - 25 200

Copper alloy good machinability with Pb 26 - 28 200

Copper alloy with difficult machinability 27-28 150

Plastic, wood 29 - 30 250

Gold, silver - 200

Vf center = n × fz × Z × (M-D1)	
		  M

 n [rpm] =
Vc [m/min] x 1000 

 π x D1 [mm]

Feed per tooth

Values based on use of cutting oil. The cutting parameters are very strongly influenced
by external parameters, such as tool and workpiece stability, etc.
The cutting conditions must be adapted to the operating conditions !

DIXI 1742-TC

M5 M6 M8 M10 M12

1’200 1’275 1’360 1’360 1’120

800 1’000 1’100 1’100 990

1’200 1’275 1’360 1’360 1’120

800 1’000 1’100 1’100 990

1’200 1’275 1’360 1’360 1’120

800 1’000 1’100 1’100 990

 Vf [mm/min]


